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CHANGE LETER 

SUMMARY 

MATERIALS TESTING MANUAL 

SUBJECT: TABLE OF CONTENTS, ARIZONA TEST METHODS 

416, 417, 802f. 8D6c and 815b 

1. ARIZ 416 - "Testing Field Samples of &sphaltic Concreten 
(New t e s t  which is  added.) 

CHANGE LElTER NO. 10 

DATE OF ISSUE: MARCH 1984 

EFFECTIVE DATE: MARCH 1984 

2. ARIZ 417 - "Maximum Theoretical Specific Gravfty of Field Produced 
Bitriminous Mixtures (Rice Test)" 
(New test which is added. 

3. nRIZ 8021 - "Effect of Water on Cohesion of Compacted s i tminous  Mixtures" 
(Changed a l l  sect ioas)  

- "Maximum Theoretical Specific Gravity of Laboratory Prepared 
Bituminow Mixtures (Rice Test)" 
(changed T i t l e  and a l l  sections>. 

5. ARIZ 81% - "Marshall Mix Besign wethod f o r  Asphaltic Concrete" 
(Chanqad en t i r e  procedure except Sections 1,2.5,10, 13 
and 14.) 

6. IJeleted Test Methods - Please remove Table of Contents (February 19831, 
Arizma T e s t  Methods 802hl, 80- and 81%. 

7. Bttachinents - Table of Content6 (March 1984). Arizona Test Methods 
416, 417, 802£, 806c and 815b. 
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