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CHANGE LETTER 

SUMMARY 

1. ARIZ 104b - "Sampling Bituminous Mixtures' 

MATERIALS TESTING MANUAL 

SUBJECT: Table of Contents, Arizona Test Methods 104b. 
201h', 212d, 233b, 240, 241, 242, 410a. 415, 701, 719 
815a. 817a, 825 and Section 900. Cover sheets for 
Sections 600, 700 and 800. ASTM Test Methods C 25, 
C 110 & D 1850. AASHTO Test Mekhods T 246 & T 247. 

Chmged Sect ion 2,  

CHANGE LElTER NO. 9 

DATE OF ISSUE: February 1983 

EFECT~M D A ~  February 1983 

2. ARIZ 201b - "Dry Preparation and the Sieving of Coarse and Fine Graded Soils 
and Aggregates" 

Chmged entLze p f i o u d u u  -pi S a c t i o m  6, 
7, ord 70. 

3. ARIZ 212d - "Percentage of Crushed Particles in Cover Material or Mineral 
Aggregate" 

Chunged titee and Sec t i om  7, 3, and 6. 

4. ARIZ 23313 - "Flakiness Index of Aggregate" 

Chunged a& nectionn und fig-. 

5. ARIZ 240 - "Sieve Analysis and Separation of Salvaged AC Pavement 
Particles for Recycled Asphaltic Concrete" 

6. ARIZ 241 - "Compressive Strength of Molded Cement Treated Base or 
Soil Cement Specimens" 

Nebrr .&tent which A &d. 
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ARXE 242 - "Sand Equivalent Test for Mineral Aqgregate for Asphaltic 
Concrete Friction Course" 

N u  teat wkich .LA is. 

ABIZ 4lOa - "CMlpaction and Testing of Bituminous Mixtures with 
Marshall Apparatus" 

W Z  415 - "Bulk Swcific Gravity of Compacted Bituminous Mixtures" 

Section 600 - Name of this Section has been changed to: 'Cenent 
and Related MaterialsH 

ThE g o ~ o *  .f&t d o &  ane & t o  .&2 eouerl 
4heet: &7fl C 25 - *- hw&d& 08 L i m ~ t o n e ,  
(Jai- and H y M  Lime"; and &7Pl C 190 - "Phynicd 
7 e c d N  08 aui-, Hyd/rated Lime c#d . L h d o s * .  
/ " h e  up& .the couen &zed ano! index ta$ d i v h ! m  FOR 
;this ne&m *rith &&d *. 

ARIZ 701 - "Testing Cold AppLiea Tu*, Component PoLysulfide Poly~ler 
Type Joint Sealing Compound" 

7 k A  h t  in q & c e d  &j R57fl D 1850 - *- 
2 0 i d  &iB&A, CO& &~&&QR 7 @ ~ = .  P ~ Q  a z  
701 +?tom pm md. 7he c o v a  AM &a Sari 700 
hlL6 $BeR 8zwhQd.to t o i n e $ u d e m  a 7 f l  tad&, p u  
m o m  $ha c o u a  AM &a #uh dasection a d  u&ce 
& ettndred Aheet. 

ARIZ 719 - Heating and Drying Materials in Micro-Wave Oven" 

Cover Sheet for Saction 800 - "nesign" 
The +6&?o&.ng W f l O  7e6t Rethoah ane Li&.ed o n  A%.& 

&'wd: M N 7 0  7  246 - "h&&mee t o  t%&md&n dnrL 
C o ~ i o n  o# BiaLminouis fl.Lduren ky flm 06 Hueera App& 
aid W7HO 7 267 - " P m . o n  @ 7e.A .Spa* o& 
&kiPkt~l~?t fl- & fhWL5 C$ &.&&o& hh?Sdbg 
C o ~ ~ ) a o t o n ~ .  
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14. ARIZ 815a - "Marshall Mix Design Method for Asphaltic Concrete" 

7 U  tedt i n c o q n a t e n  the $as.& p&+h o& 
a% f lwh& L k L m k d & n  o# Ak&&vzw Lo P W c  Flow 
o# D-m fl- (R4Sfl70 7 2451 .in the po& fo 
B a t L a e d i n i ) e s & n o # R 6 p h a & . i c b ~ ~ w i t h  
flcwt&dl appatzatm, en L d i d d  Q the dLazge in 7itee. 

15. ARIZ 817a - "Mix Design Method for Asphaltic Concrete" 

16. ARIZ 825 - "Method of Test for Determining the Quantity of Asphalt 
Rejuvenating agent m i r e d  for an Asphaltic Pavement" 

New b i  whi& LA &. NOTE: 7hid tent A 
~ L 6 e d  P- &R W t d h h W L ~ e  ti/2~fi&oIlA. 

17. Section 900 - "Sampling Guide Schedule" (Nov. 1g8-81) 

7his sect ion  w i s b u d  & UuLnqa .h?&z No. 8, 
~ M a d a t a o # L A ~ w a n , i n a d u e z t a n t e y & & L o # ~  
bheab, P& add 2% d o h  "Nou. 1981" Lo UU &zea55 
in the tmp&g gui& s*. 7& Ui&? e e e o w  n a b =  
#OR $cLtune n e u i n d o ~ ,  a6&# l!hd d &dd&&4 

a/Le f?.Phg G d b 2 d  LO. 

ATTAClINENTSz Table of Contents, dRIZ 104b, ARIZ 201b, ARIZ 212d, ART2 233b, 
ARIZ 240, ARIZ 241, ARIZ 242, ARIZ 410a. ARIZ 415, Cover Sheet 
and Index Tab for Section 600, Cover Sheet for Section 700, 
ARIZ 719, Cover Sheet for Section 800, ARIZ 815a. ARIZ 825. 
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