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ITEM - CEMENT TREATED BASE (Full Strength) 
 
The cement treated base shall be as specified in Section 304 of the Standard Specifications. 
 
The estimated compacted wet weight of the mixture (aggregate including Portland cement) is * 
pounds per cubic foot. 
 
The estimated haul distance for the aggregate is ** miles. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
DESIGNER: 
 
* To be supplied by the Geotechnical Engineer. 
 
** To be supplied by the Geotechnical Site Supervisor. 


