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ITEM - PRIME COAT 
 
The Prime Coat shall be as specified in Section 404 of the Standard Specifications, and Contracts 
and Specifications Stored Spec. "404BITUM." 
 
The type of bituminous material shall be *. 
 
The prime coat shall be applied at the approximate rate of * gallons per square yard. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
DESIGNER: 
 
Prime Coat is not recommended for urban areas or roadways that will carry traffic during 
construction. 
 
Note: When using a prime coat in urban areas add the following paragraph: 
 

"The prime coat may be reduced or eliminated with the approval of Materials Group.  
Actual quantity used shall be paid for at the contract unit price.  No adjustment will be 
made in unit price." 

 
* To be supplied by the Bituminous Engineer. 


