(1017NSGM, 06/15/23)

SECTION 1017 	NONSHRINK GROUT MATERIALS: 

1017-4		Nonshrink Ground Material Requirements: the third paragraph of the Standard Specifications is revised to read:

Nonshrink grout materials shall conform to the requirements of ASTM C1107. The compressive strength shall be determined in accordance with the requirements of ASTM C109.  
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1017-4		Nonshrink Ground Material Requirements: the fourth paragraph of the Standard Specifications is hereby deleted:
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