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(302CTSG, 03/23/10)

SECTION 302	CEMENT TREATED SUBGRADE:

302-3.02		Application of Cement:  the first sentence of the first paragraph of the Standard Specifications is revised to read:

Cement shall be added to the material to be treated at the rate of XXX pounds per square yard.
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