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CHANGE LETTER 

REVISIOIiS TO SECTION 100 

1. ARIZ 104a - "Sampling Bituminous 14ixtures" 

MATERIALS TESTING MAIWAL 

UBJECT T i t l e  Page, Tab le  of Contents ,  Changes i n  t h e  
b a t e r i a l s  T e s t i n g  Manual, Cover Shee t  f o r  S e c t i o n s  100,  
200, 300, 400, 500, 600, 700, and 800. Arizona T e s t  
Methods 104a,  105a,  111, 201a, 205b, 211b, 212c, 213a, 
222b, 227b, 229a, 233a, 311, 402b, 407c, 408, 409a, 412a: 
413, 504, 511,  512, 302e, 805b, 814a, 817a, 822, and 
S e c t i o n  900. AASHTO T e s t  Methods T11, T27, T30, T34, 

-T246 and T247. 

Revised Sections 2, 3, and 5 .  

CHANGE L m E R  NO. 8 

DATE OF ISSUE: November 1981 

E F F E C T ~ ~ E D A T E : ~ ~ ~ ~ ~ ~ ~ ~  lgG1 

7- ARIZ l 0 5 a  - "Sampling S o i l s  and Aggregates" 

Revised a22 Sections and changed T i t l e .  

7 ARIZ 1 1 1  - " C o r r e l a t i o n  of Sample Tes t  Resu l t s "  

This t e s t  was deleted by !.!ateriaZs Sect ion D"'j-9,  and 
Procedure Directive No. 81-5. 

REVISIOliS TO SECTION 200 

1. ARIZ 201a - " D ~ Y  P r e p a r a t i o n  and t h e  S i e v i n g  of Coarse & F i n e  Graded 
S o i l s  and Aggregates" 

New t e s t  which replaces AASHTO 711, T27, and T30. 

L.  A?.IZ 2051, - "Composite Grading" 

Revised a22 sect ions,  Tables 1, 2 ,  and 5 .  

3 .  A R I Z  211b - " S p e c i f i c  G r a v i t y  and Absorpt ion  of Fine  Aggregate" 

This t e s t  i s  the sane as AASHTO T84 except as  notea 
i n  the  t e s t  method. 

4 .  AKIZ 212c - "Gradat ion  and Percen tage  of Crushed P a r t i c l e s  i n  Cover 
H a t e r i a l  o r  Minera l  Aggregate" 

Revised a22 sect ions.  



4. - ~ w 3 ~ i c  erayity and &Iasmpt&o21, rC BYas %&I& .&- 

P&E AtPphaltic Gonerete" 
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been unoff'&&zZZy &st3-i&rOed pzw&wZy $8 w a r G u 8  ~+Z~&&VB 

h f t  j%wtats. AZZ such Oest met- m e  to be d ~ s m & d .  

1. A X E  504 - "Vacuum Recovery of b p h a l t  P$Qul&m Besizl~'' 

N m  test wlPEimk 6s added. 

REVIEIONS TO SECTTON 800 

1. BgIZ @02e - "E2fecf o f  Water on Cohesion of Compacted Bitmimus I%b~tur~ss~' 

2. ARB 885b - " m t d S u & e  Kerosene Bquiryalent of 19ggregate. Including %FactorR 

3. &I2 81ba - "Desi@ af Asphaltic Cwcrete b'rirrtion Course?" 

4. AECZ (bl7a - ''bfiz D e s f B p  Method fo r  AephaLtie Coh~~i3te" 

5. ARIZ 822 - "Determinatio,on of Additive or Asphalt Blmd Requited for  
Hodtfieation of Asphalt Vismsity" 

SECTION 900 

1. Sampli~g guide Schedule 
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1. Please remove and discard the followl.ng wser sheets: 

Seations 100. 200. 300, dO0. 600, 600, 700, ad  800. D m  C O ~ P  bets 
for Seet%o%e 100, 200, 300, 400, 500, 600, arrd YO0 dated FJotlmber 1881 ars 
incEuded 6n tt& w e  Zetter. 

2. The following mte has been added t o  each Section cover +et i n  regards to  
bA8IPfO and MTM Test Method Designations: 

operatm sbZZ hem the re@pons%biZity 60 maswe that the 
e m m n t  AA$El'O md Armcl Test Methods fas i n d b t e d  by m u i d o n  or 
&te& n r e h d )  ars being m l h ~ e d  to,"mZess o&hezdhe spedffed." 

DELETED ITEM PNlf TESTING MkNUfi 

1. Arizona Test Xethods 104, 105, 111, 205a, 212b, 21311, B2a ,  227a, 229, 
233, 402a, 407b, 408, 409, 802d, BOSa, 814, and 817. 

PZoase remove tkess test met&& @rn the md. 

2. AASHTO Test Metbods T11, T27, T30, T84, T246, and T247 have been replaced 
by Arizona Test Nethods. 

!?bee .U%TO Test Methods h e  Been deZatCed fi.wn the mapeetitle 
s e n t h  eovsr she#.  

3. T i t l e  Page, Table,of Contents (July 1980) and Changes in the Testiag 
Eanual (lbxch 1980). 

W s e  p r e v $ ~ ~ Z y  issued i tem &a ta be rcsnuved fm the maazacoc2 
md m p k s d  W5tFl  #le csm~a@oPad* amzehsd pages. 

1. The following i t e m ,  necessary Oo make revisinn* a s  l i s t e d  i n  this change 
l e t t e r ,  a r e  attached: 

PStZe P a p ,  T&Ze of Contents, chsnges i n  the !&ter&Ls T e s ~ q !  
& ~ M Z ,  G m  Sheets for Seetiam 300a ZOO, 300, @00, 6001 BOO, md 700. 
M s o n a  Test &t&& lo&, 10&, 801&, aO%, Zllb, 812c, 2283, Z211j, 
229a, 2a3d, ZIT, 402b, &I?c, 409a, Pi&,  418, 611, 612, 802eJ 80&, #I%, 
817a, 822, ayzd mrdoCion 800. 

~ssist&t s t a t e  Engineer 
Maeesials Sectioh 


